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UDOT Minimum Sampling and Testing Requirements 

 

 

 

 
 

Assurance: Sieve Analysis 

Reference: AASHTO T 27 / T 11 

Lot Size: Stockpile 

Frequency per Lot: One gradation per 500 tons of material 

Point of Acceptance: Stockpile. 

Stockpiles are accepted at least one and not more than seven days before use. 

Sampling Reference: AASHTO T 2 

Report/Form:  

 

 

Specification - Material: 02785 Chip Seal Coat 


